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Pressure-tuned plethora of ferroelectric
phases in CuInP2S6
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Luther J. Langston1, Brian Taylor1, Ryan P. Siebenaller4,5, Michael A. Susner5, Rahul Rao5,
Sang-Wook Cheong6,7, Hirokazu Kadobayashi8, Roland V. Sarmago3, Zhenxian Liu9,
Takahiro Matsuoka3,10,11 , Sobhit Singh2,12 & Janice L. Musfeldt 1,13

Layered chalcogenides like CuInP2S6 are room temperature ferroelectrics. Modest compression even
increases the electric polarization, raising questions about the origin of this unusual trend and other
properties under pressure. In this work, we combine synchrotron-based infrared and Raman
scattering spectroscopies, x-ray diffraction, and resistivity measurements with first-principles
calculations of the lattice dynamics and energy landscape to unravel the influence of pressure on
symmetry, polarization, andmetallicity. We uncover a remarkable series of phase transitions across a
series of polar space groups: monoclinic Cc → trigonal P31c (prismatic sulfur) → P31c (octahedral
sulfur). Truemetallicity developsabove63GPa, significantly higher than in relatedMPS3materials (M=

Mn, Co, Fe, Ni), offering a picture of competing states of matter that is different than previously
supposed. Detailed examination of pressure trends within the Cc phase also reveals phonon lifetime
changes and streaking of satellite x-ray peaks that correlate with the maximum polarization. We
discuss these tendencies in terms of Cu+ ion migration, phase formation, and the overall energy
landscape. Our findings place the high pressure behavior of CuInP2S6 on a firm foundation and pave
the way for the development of structure-property relations in this family of complex chalcogenides.

Concepts of close-packing combined with conventional wisdom often hold
that common three-dimensional solids tend toward the cubic state under
compression1,2. Layered chalcogenides deviate from this familiar trend
because pressure acts upon bond lengths and angles as well as the van der
Waals gap and c/a ratio to yield many different states of matter3. Even so,
there is a general proclivity toward more symmetric space groups and low-
spin configurations under compression. Thus, it is a real surprise when
pressure is able to (i) trigger the development of properties such as ferroe-
lectricity that depend upon the absence of inversion and mirror planes, (ii)
touchoff thedevelopmentofnewpolar states, or (iii) increase themagnitude
of the polarization in a given state4. The latter was recently reported in
CuInP2S6, a bimetallic member of theMPX3 family of materials (M =Mn,
Fe, Ni, Zn, Co, Cd; X = S, Se) known for chemical tunability and sensitivity

to external stimuli5–8. Although the details differ, it has been found that
polarization more than doubles in response to relatively small pressures—
on the order of a fewGPa—before being quenched again across a structural
distortion9–11. This is a curious response to be sure, and raises questions
about exactly why polarization is so dependent upon pressure in this system
andwhether it can be replicated or enhanced. Examination of the properties
and crystal structure offers some clues. CuInP2S6 hosts a Cc space group
[Fig. 1a] and intrinsic ferroelectricity at room temperature5,6,8,12–14. Key to the
development of out-of-plane polarization is an asymmetric displacement of
Cu+ ions15–19. Control over the Cu concentration during crystal growth has
always been challenging, and there is plenty of evidence in the form of
CuBiP2Se6

20 and CuCrP2S6
21–23 to indicate that these Cu centers are mobile.

This makes it difficult to determine intrinsic properties, and questions
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persist as to the sequence of critical pressures, symmetry of the space groups,
and development ofmetallicity in this system7,9,11,24. Resolving these issues is
crucial to establishing the true potential of this family of layered
ferroelectrics.

In this work, we combine high-pressure synchrotron-based infrared
and Raman scattering spectroscopies, X-ray scattering, and electrical
transport with a detailed symmetry analysis and first-principles calculations
of the lattice dynamics and energy landscape to establish the progression of
structural phase transitions Cc → P31c (prismatic) → P31c (octahedral
sulfur sublattice) and development of metallicity above 63 GPa. Remark-
ably, all three of these phases are polar, although the ensuing transitions
restore certain symmetry elements, increase overall crystal symmetry, and
diminish polarization. At the same time, we explore the compression-
induced polarization increase within the Cc phase and discuss Cu ion
migration in terms of phonon dynamics and lifetime trends, phase for-
mation, and a detailed analysis of the energy landscape. In addition to
bringing together a remarkably powerful and versatile set of techniques for
revealing the pressure-driven phases of a layered ferroelectric, our work
opens thedoor to similar approaches in other complexchalcogenides aswell
as opportunities for the development of structure-property relationships.
These findings will advance a number of allied fields, including those in
which property descriptors for A- and B-site substitution help integrate
CuInP2S6-based ferroelectrics into functional devices.

Results and discussion
Vibrational properties of CuInP2S6 at ambient conditions
Figure 1b, c displays the vibrational properties of CuInP2S6 at room tem-
perature and ambient pressure conditions. We assign the Raman and
infrared spectral features according to a symmetry analysis and com-
plementary lattice dynamics calculations8. This system hosts a polar Cc
space group under these conditions, whichmeans that it has a singlemirror
plane perpendicular to the b axis. Group theory reveals Γvib = 28A0 + 29A″,
where the nondegenerate A0 and A″ optical modes are both Raman- and
infrared-active8,25. Not all of these features are observed in Fig. 1b, c due to
weak intensities, crystal orientation, or overlap with stronger modes. We
resolve 15 peaks in the Raman scattering response and 18 peaks in the
infrared absorbance. We further point out that although both A0 and A″

phonons meet the selection rules, they are not active with equal intensities.
This is why it is useful to measure both Raman scattering and infrared
absorbance. A summary of calculated and experimental phonon mode

frequencies, symmetries, and displacement patterns is given in Tables
S1 and S2, Supplementary Information. In particular, theA0 andA″ phonon
modes near 31 and 69 cm−1 are in-plane and out-of-plane Cu-S vibrations,
the A0 mode at 103 cm−1 is a rigid out-of-plane In-P-S displacement, theA″

peak at 111 cm−1 is an in-plane Cu-P+ out-of-plane S vibration, and theA0

and A″ features at 543 and 553 cm−1 are in-plane P-P-S vibrations. Taken
together, these findings put the mode assignments and overall vibration
pattern of CuInP2S6 on a firm foundation.

Vibrational properties of CuInP2S6 under pressure
Figure 2 summarizes the vibrational properties of CuInP2S6 as a function of
pressure.While there is prior high-pressure Raman scattering work on this
system7,10,11,25,26, the infrared response is entirely unexplored—primarily due
to the overall low signal level, which we address using accelerator-based
techniques. This is one of the distinctions of our work. In addition to
revealing phonon behavior, infrared spectroscopy is sensitive to the devel-
opment of metallicity3,27–29. As usual, we identify critical pressures (PC’s) by
the appearance or disappearance of peaks, the development of different
peak-splitting patterns, frequency shifts, and linewidth changes28,29. These
measurements reveal a sequence of pressure-driven structural phase tran-
sitions with two critical pressures (PC’s) and three different phases. Analysis
of the frequency vs. pressure data reveals the first critical pressure (PC,1) at
approximately 4.6 GPa. In the Raman scattering response, this transition is
characterized by (i) a softening of 31 cm−1 A0 symmetry mode, (ii) dis-
appearance of a number of features between 68 and 445 cm−1, (iii) a fre-
quency shift in the 111 cm−1 peak, and (iv) the appearance of newmodes at
203 and 276 cm−1. In the infrared absorbance, PC,1 = 4.6 GPa takes place
with (i) the disappearance of peaks at 80, 160, 163, and 572 cm−1, (ii) the
appearance of a feature near 230 cm−1, and (iii) the softening of phonon
modes near 300 cm−1. The pressure-driven Cc → HP-I transition clearly
coincides with an overall decrease in the number of phonon modes and a
restoration of symmetry. But as we shall see below, both our first-principles
calculations and group-subgroup analysis are inconsistent with a transition
to a nonpolar state like the previously reported P�31m9,10,30 or P�31c11,15.

Examination of the frequency vs. pressure trends reveals thatCuInP2S6
hosts an additional structural phase transition around PC,2 = 12 GPa. The
appearance of a new peak at 93 cm−1 and the disappearance of amode near
156 cm−1 in the Raman scattering spectrum, combined with the dis-
appearance of the 320 cm−1 mode in the infrared absorbance, suggest that
the symmetry may change across PC,2. Interestingly, our first principle

Fig. 1 | Crystal structure and vibrational properties of CuInP2S6. a Photo of an ab-
plane single crystal and rendering of the Cc crystal structure65 where Cu, In, P, and S
are indicated using blue-white, purple, gray, and yellow spheres, visualized using
VESTA software66. The sheet thickness and van der Waals gap are indicated.

b, c Raman scattering response and infrared absorbance of CuInP2S6 at ambient
conditions, along with the theoretically predicted spectrum for the Cc space group
(green lines). Mode symmetries are labeled.
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calculations predict that the polar P31c phase is enthalpically favored in this
pressure regime, although there are several competing low-energy meta-
stable trigonal structures (P�3,P312,P31c, andP�31c) thatmaybe stabilized at
finite temperatures due to entropic contributions [Fig. 4a]. We discuss the
overall symmetry progression and propose a resolution to this structural
puzzle below.

Finally, we point out thatmany of theMPX3materials (M =Mn, Co,
Ni; X = S, Se) display insulator-to-metal transitions under compression3.
The Cd analog is, of course, different due to the filled 4d orbitals, which
gives a band-like (rather thanMott) character to the system31. Bimetallic
analogs like CuInP2S6 are anticipated to host insulator-to-metal transi-
tions as well, although they can be tricky to pinpoint from transport
measurements. The electrical resistance of CuInP2S6 is shown in Fig. 3a.
Although there is a significant decrease above 30 GPa, the slope of the
resistivity curve as well as the absolute value of ρdc are consistent with

semiconducting behavior. According to our analysis [Fig. S8, Supple-
mentary Information], the transport gap is several tens ofmeV at 46 GPa.
Under these conditions, CuInP2S6 is still a weak metal at best. This is
verified by (i) the beautiful red color of the crystal under these conditions,
along with (ii) the presence of unscreened phonons in the spectroscopic
response [Fig. 3b, c]. To unambiguously distinguish semiconductor or
bad metal behavior from true metallicity32, we measured the infrared
reflectance as a function of pressure. In our hands, metallicity develops at
approximately 63 GPa as evidenced by a Drude oscillator, which clearly
screens the phonons in this system [Fig. 3b, c]. It is the disappearance of
the phonons that is the true signature of metallicity32. We note that a
63 GPa insulator→metal transition is significantly higher thanwhat was
previously suggested in CuInP2S6

26 and also much larger than what is
observed in the MPS3 family of materials3—possibly due to the Cu site
disorder.

Fig. 2 | Vibrational properties of CuInP2S6 as a function of pressure. a Raman
scattering response under compression at room temperature. Mode symmetries are
labeled. b Frequency vs. pressure plot of these data. c Contour plot of the Raman
scattering intensity as a function of pressure. Critical pressures near 4.6 and 12 GPa
are indicated by dashed horizontal lines. d, e Infrared absorbance of CuInP2S6 under
compression at 300 K. f Frequency vs. pressure plot of these data. The black dashed

lines denote critical pressures, and the arrows and circles indicate features of interest.
Spectra in theCc space group are shown in green, whereas those in the high-pressure
phases are in purple (HP-I) and red (HP-II). Phonon intensity is indicated by the size
of the blue circles in the frequency vs. pressure plots. The vibrational properties of
CuInP2S6 are fully reversible upon decompression [Fig. S2, Supplementary
Information].
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Unraveling the space group sequence under pressure
We begin with the first critical pressure (PC,1 = 4.6 GPa), which is a tran-
sition frommonoclinic Cc to HP-I phase in CuInP2S6. The overall decrease
in the number of phonons above PC,1, suggests that HP-I is a new higher
symmetry state.We employed the Bilbao crystallographic server as a tool to
unravel the symmetry progression across PC,1

33–35. We used group-
supergroup relations to determine potential space groups associated with
the symmetry changes36–38. This approach provides several candidates for
the HP-I phase, including C2/c, Cmc21, Ccc2, Ama2, Aea2, Fdd2, P�31m,
P31c, and P�31c. Some of these space groups are well-recognized in the
literature for this family of materials9,11,30. We also employed the Complete
Order Parameter Listing (COPL) program of the Isotropy Software Suite to
obtain a complete list of order parameters (irreducible representations) for
the group-supergroup pairs, which helped to narrow down candidate space
groups for the HP-I phase39. These candidates were further refined by
examining the overall number of infrared- and Raman-active vibrational
modes expected for each supergroup and comparing the results with our
spectral data. An example is shown in Fig. S3, Supplementary Information.
The final candidates considered in this study are presented in Fig. 4a. An
analysis of the energy landscape [Fig. 4b] demonstrates that P31c has the
lowest enthalpy in HP-I and is the superior match. Although we also con-
sidered an alternativeP31c configurationwith six {112}-indexed spots in the
X-ray diffraction pattern in our calculations [Fig. S4, Supplementary
Information], this structure was ruled out due to its significantly higher
energy and dynamical instability compared to the P31c phase presented
here.Acomparisonof the frequencyvs. pressure trends in the vicinity ofPC,1
is shown in Fig. 4c, d. We therefore assign PC,1 as a structural phase tran-
sition frommonoclinicCc→ trigonal P31c. Thismeans that themonoclinic
mirror plane perpendicular to the b lattice vector is replaced by a three-fold
rotation axis along c, and glide planes are introduced to create a more
isotropic axial structure. This is different than what is proposed in recent
literature (P�31c and P�31m)9–11,15,30. As discussed below, high-pressure syn-
chrotronX-raymeasurements are also consistent with the finding of a polar
space group.

X-ray diffraction of a single crystal shows that the HP-I phase hosts a
unit cell with lattice constants a = b = 5.9413(1)Å, c = 12.029(8)Å, α = β =
90∘, and γ= 120∘ at 4.9 GPa. Figure 5a shows the two-dimensional pattern at

6.1 GPa (a = 5.925(2)Å, c = 11.93(1)Å). The lattice parameters and our
theoretical calculations are in good agreement [Table S3, Supplementary
Information]. We have also plotted the experimental and theoretical lattice
parameters and volume for both phases under hydrostatic pressure, which
confirms that the volumedecreases consistentlywith increasing pressure for
eachphase (Fig. S7, Supplementary Information).All reflections are indexed
to a trigonal or hexagonal unit cell [Fig. S6, Supplementary Information].
Indices are drawn separately to emphasize the symmetry of the various
patterns, which fall in either the �3m or 6/mmm Laue class. Six bright
reflections from the {112} and {114} families and five from the {222} family
also appear due to the inherently large structure factor and possibly due to
wrinkles in the sample surface.We consider all possible candidate structures
for HP-I: P63mc, P63/mmc, P6322, P�62c, P�31m, P�31c, P31c, P312. P63/mmc
andP6322are immediately excludedbecause theyare expected tohave fewer
than 15 infrared-active modes. P63mc and P�62c host a set of predicted
phonon mode energies that do not match with our infrared and Raman
scattering results, so they are eliminated. P�31m was not considered because
the atomic arrangementwithin a layer doesnotmaintain that of the ambient
phase. P312 and P�31c are excluded because they predict a three-fold
reflection pattern from the {112} family, which we do not observe. We are
once again left to considerP31c as themost suitable space group for theHP-I
phase. Figure 5e shows theHP-I structural model in which the sulfur atoms
are nearly prismatically coordinated about the cations.

Next, we turn our attention to PC,2, which is a transition from trigonal
P31c to a slightly different atomic arrangement in the HP-II phase. It is
evidencedby the appearance and disappearance of one phononmode in the
Raman scattering as well as the disappearance of one infrared-active mode
in the absorbance—although it must be noted that these features are rela-
tively small. We examined group-subgroup relationships for P31c in the
Bilbao crystallographic server28,33,36,37. The analysis provides a number of
candidates for HP-II: P1, P�1, P21, Cc, C2, Pm, Cm, and P3. We also con-
sidered several space groups that have been observed in the literature9,11,30

including C2/c, P�3, P�31c, P�31m, P31c, P312, and carried out lattice
dynamics calculations to reveal their spectroscopic patterns. We can
immediately see that the system does not revisit monoclinic Cc or C2/c, so
we eliminate these from further consideration. After that, we employed the
COPLprogram39, whichhelped to omitP�1,P21,P�3,P312, andP�31c.We are

Fig. 3 | Insulator-to-metal transition in CuInP2S6 near 63 GPa. a Electrical
resistance vs. pressure at room temperature, where the filled and empty spheres
represent the data recorded during compression and decompression measure-
ments, respectively. Vertical lines separate the different structural phases, which
are indicated. Inset: resistance vs. temperature at 46 GPa from which we estimate

an activation energy of approximately 29 meV. b, c Reflectance as a function of
pressure showing how the phonons shift and become screened as metallicity
develops. The photos in (c) show the sample at 1 and 38 GPa with exposure times
of 1 and 704 ms, respectively. Dashed lines omit the well-known diamond sig-
natures and guide the eye.
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therefore left to select between P1, P3, and P31c. These candidates were
refined by examining the overall number of infrared and Raman-active
vibrational modes for each subgroup and comparing the results with our
spectra. In addition, we compared first-principles lattice dynamics calcu-
lations for these subgroups with our experimental data. As shown in Fig. 4c,
d, the P31c space group offers a superior match for the HP-II phase as well,
although some aspects of this P31c phase are different due to sulfur
rearrangement.

What does X-ray diffraction reveal about PC,2?We find that HP-II is
a trigonal phase with lattice constants of a = 5.802(2)Å and c =
10.05(1)Å at 15 GPa [Fig. 5b and Fig. S6, Supplementary Information].
Remarkably, the reflections from the {112} family indicate a three-fold
pattern. We thus consider trigonal structures, specifically those belong-
ing to the �3m Laue class: P31c, P�31c, and P312. By integrating the pattern
in 15∘ sectors about each {104} reflection [Fig. 5d, e], we see that the {104}
reflections appearing near {112} suggest a three-fold intensity modula-
tion. Such a feature is consistent only with the polar space groups,
allowing us to exclude P312 and P�31c from further consideration.We are
left to consider only P31c as the structure of HP-II. There are, however,
important differences compared with HP-I. The {112} intensities
abruptly change the symmetry of their pattern across PC,2, suggesting a
rearrangement of S centers from nearly prismatic in HP-I to more
octahedral in HP-II—an apparent restoration of symmetry in the sulfur
sublattice [Fig. 5c].

The full symmetry progression of CuInP2S6 in this pressure window is
thusCc→P31c (prismatic sulfur)→ P31c (octahedral sulfur). Importantly,
all three space groups lack inversion symmetry and are polar—different
from those reported previously9–11,15,30. Whether the high-pressure phases
are ferroelectric (switchable) or pyroelectric (not switchable) is not yet
known. Both the calculated energy landscape and the pattern of vibrational
modes support this sequence of events. Figure 4b displays the enthalpy as a
function of pressure for several candidate space groups of CuInP2S6. Ana-
lysis of the energy landscape reveals a clear Cc → P31c crossover near
4.6 GPa. There is, however, no evidence for an energetically preferred
ground state above PC,2 = 12 GPa.

Evidence for copper migration in the Cc phase under pressure
It is well known that CuInP2S6 exhibits unconventional polarization
switching behavior attributed to Cu+ ion migration within the lamellae and
across the van der Waals gap8,15,17,40–47. Prior works reveal a spontaneous
polarization of 4.07 μC/cm2 that increases to 6.05 μC/cm2 at 0.5 GPa, starts
to decrease near 1.4 GPa, and vanishes above 3 GPa10,11. A similar trend is
observed in the second harmonic generation, although the signal reaches a
maximum at 3.4 GPa and is not quenched until crossing PC,1. Despite the
slight differences in these measurements, both long and short length and
time scale techniques demonstrate that polarization increases with pressure
—at least in a certain range. Unfortunately, even the closest examination of
our frequency vs. pressure data [Fig. 2b, f] yields very little except an

Fig. 4 | Candidate structures, energy landscape, and frequency trends under
pressure. a Computed candidate space groups for high pressure in CuInP2S6.
b Computed enthalpies of these space groups as a function of pressure.
c, d Frequency vs. pressure comparison of theoretical (blue filled) and experimental

(red empty) modes for both Raman scattering and infrared absorbance. The theo-
retical frequencies are shifted by ≈9 cm−1. The black dashed lines denote critical
pressures.
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exceptionally clear Cc→ P31c structural phase transition at PC,1 = 4.6 GPa.
A deeper analysis is required to reveal evidence for anomalous changes in
polarization within the Cc phase and to resolve these controversies. To
perform a detailed analysis of Cu ion migration in the Cc phase, we bring
together Raman scattering spectroscopy and X-ray diffraction with dia-
mond anvil cell techniques and complementary theoretical Berry phase
calculations48,49.

Figure 6a shows a close-up view of the Raman scattering response in
the Cc phase. In addition to intensity changes, the phonon linewidths
broaden significantly between 0.5 and 2.5 GPa, indicating reduced phonon
lifetimes. Since thephonon lifetime τph= ℏ/γ, an increase in the linewidth (γ)
yields a shorter phonon lifetime50–52. For example, the A″ mode at 69 cm−1

exhibits a lifetime of 0.84 ps under ambient conditions, which decreases to
0.49 ps as the linewidth broadens to its maximum at 1.96 GPa. Similar
results were reported by Rao et al., but not considered further7. Since the
effects are especially pronounced in the out-of-plane phonon modes, we
attribute the pressure-induced decrease in the phonon lifetimes to changes
(and disorder) in the Cu+ position. We speculate that the overall random-
ness in the Cu+ position due to migration shortens the phonon lifetimes in
this pressure region. The curious aspect is how this randomizationprocess is
connected with an increase in polarization.

To gain further insight into the relation between themovement of Cu+

ions with polarization, we investigated the polarization component along
the out-of-plane direction (c-axis) using the Berry phase approach48,49 under
hydrostatic pressure ranging from 0 to 40 GPa [Fig. 6b]. At ambient pres-
sure, where the monoclinic Cc phase is stable, CuInP2S6 exhibits a low
polarization state, with a value of 4.08 μC/cm2. Above 0.6 GPa, the Cu+ ions
shift into a different configuration, following the increasing experimental
and theoretical trend11,15,24,53, and polarization increases to 11.33 μC/cm2.
This increase corresponds to the movement of Cu+ ions from within the
S-centered octahedral plane to an out-of-plane position. Above approxi-
mately 1.5 GPa, the Cu+ ion tends tomigrate toward the interlayer S atoms.
As shown by our enthalpy calculations [Fig. 4b], this migration is

accompanied by a reduction in polarization, indicating a transition from the
Cc phase to the P31c phase near 4.6 GPa. This structural change reduces the
polarization—a trend that is supported by the X-ray diffraction results
discussed below. Figure 6c displays the powder X-ray diffraction of
CuInP2S6, which contains a number of (00l) reflections that are sensitive to
the occupancies and positions of the two copper sites at ambient pressure.
Our simulation of the powder diffraction reveals that the (004)/(002) ratio
should depend explicitly upon the Cu position [Fig. 6d]. The shaded region
between the twoouterpink curvesmarks the ratios expected fromequal tiny
displacements of the two Cu+ positions normal to the S-plane in the Cc
structure. The ratio deviates markedly from this range when (i) Cu+

migrates to the center of the slab (•) and (ii) atoms rearrange into a C2/c
structure (⋆, ♦). Although the exact site occupancies of Cu are not deter-
mined, the measured intensity ratios indicate that pressure modifies these
occupancies and slightly displaces the Cu+ ions toward the van der Waals
gap. However, we find no evidence for a complete transition to the C2/c
phase or for Cu+ migration to the center of the slab in the low-pressure
regime, which confirms that CuInP2S6 is in themonoclinicCc phase. These
observations align with our enthalpy calculations, which suggest that such
transformations are energetically unfavorable at low pressure.

To gain additional insight, we conducted a single-crystal X-ray dif-
fraction measurement. Faint streaks develop alongside the characteristic
reflections at 0.2 GPa [Fig. S6, Supplementary Information]. The streaks
reconfigure near 1.5 GPa. Additional (hkl, l ≠ 0) reflections from the Cc
phase emerge, newpeaks consistentwith a trigonal phase appear, and theCc
reflections broaden intodiffuse arcs—coincidingwith the onset of remanent
polarization decay10 and persist up to PC,1. The evolution of these streaks
suggests migration and rearrangement of clustered defects, such as Cu
vacancies, displaced S or P atoms, and local layer distortions. Minor diffu-
sion of In4/3P2S6 is also possible7,8. The migration of these defects could
facilitate nanoscale sliding, promoting local transitions into a trigonal
structure, which is less polar [Fig. 6b], even though the CuInP2S6 maintains
a monoclinic Cc phase overall. Furthermore, the emergence of (hkl, l ≠ 0)

Fig. 5 | X-ray diffraction measurements of single crystal CuInP2S6. a, b 2D X-ray
diffraction patterns at pressures representing the HP-I and HP-II. c Integrated
profiles from each of the six sectors about reflections from the {104} family shown
below. d Indexed X-ray diffraction pattern in HP-II (at 15.0 GPa) superimposed

with one 15∘-wide sector (green). The arrangement of indices also holds for HP-I.
Reflections from l≠ 0 are in red fonts. e, f Suggested structures fromX-ray diffraction
analysis.
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reflections suggests out-of-plane buckling, wrinkling, or fracturing during
defect migration. These effects could reduce the remanent polarization of
the entire sample. Polarization enhancement through “pressure aging”
supports this picture, indicating the presence of “trapped” or metastable
states54 that further enrich the P–T phase diagram of this system.

Methods
Crystal growth and diamond anvil cell loading
High-quality single crystals of CuInP2S6 were prepared by chemical vapor
transport techniques as described previously8. Care was taken to ascertain
the correct phase. To study high-pressure states, we loaded a small piece of
ab-plane oriented single crystal (approximately 70 μm in size) into a sym-
metric diamond anvil cell from Jade Corporation. The cell has type 2as
diamonds with 400 μm culets. We employed a pre-indented stainless steel
gasket with a thickness of 80 μm; the hole size was 100 μm. Along with the

sample, a pressuremedium and an annealed ruby ball were also loaded into
the gasket. Depending on the measurement, either KBr (Raman and mid-
infrared) or petroleum jelly (far infrared) was used as the pressure medium.
A proper pressure-transmitting medium ensures that the sample experi-
ences quasi-hydrostatic conditions as pressure is increased. Ruby fluores-
cence was used for pressure determination55,56. The overall shape of ruby
fluorescence confirms quasi-hydrostatic conditions [Fig. S1, Supplementary
information].

Spectroscopic measurements
Synchrotron-based infrared measurements were performed using facilities
of the 22-IR-1 beamline at the National Synchrotron Light Source II at
Brookhaven National Laboratory. High-pressure infrared measurements
were carriedout inboth transmittance and reflectancemodeover the far and
middle infrared frequency range (50–8000 cm−1) with a resolution of 2 or

Fig. 6 | Evidence for Cu movement in the Cc phase. a Close-up view of the Raman
scattering response of CuInP2S6 in the vicinity of PC,1, in the form of a contour plot,
where we find a linewidth and intensity changes within the Cc phase. The significant
linewidth broadening between 0.5 and 2.5 GPa is consistent with increasing polar-
ization9–11. b Calculated ferroelectric polarization in the c direction for Cc (low
polarization (LP) and high polarization (HP) state) and P31c phases under pressure.
c Powder X-ray diffraction pattern at 1.2 GPa. d Measured intensity ratios of the
(004) to (002) peaks from powder X-ray diffraction profiles at various pressures (top

x-axis, pale blue squares). Pink solid curves and filled symbols, ⋆, ♦, and • are
simulated ratios vs. occupancy of the upper copper site (bottom x-axis) using
ambient phase lattice parameters65. The two copper sites maintain a total occupancy
of 0.975. Vectors~d corresponding to each curve are displacements of Cu+ centers
starting at ambient pressure positions (~d ¼ 0) to points away from (upper) and
towards (lower) the slab center, where~a and~c are primitive lattice translation
vectors.
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4 cm−1, respectively. The synchrotron source and helium-cooled bolometer
were used in the far infrared, whereas a globar source and nitrogen-cooled
MCT detector were employed for middle infrared work. Depending on
whether far or middle infrared spectroscopy was of interest, we used either
petroleum jelly or KBr as a pressure-transmitting medium. Raman scat-
teringmeasurementswere performed in the back-scattering geometry using
a Horiba LabRAM HR Evolution Raman spectrometer. The instrument
employs a 532 nm excitation wavelength, a power of 0.15mW, a 1800 line/
mmgrating, and a liquid nitrogen-cooledCCDdetector.We focused on the
0–750 cm−1 frequency range. To enhance the signal-to-noise ratio, we
integrated for 30 s and averaged three times. Both the infrared absorbance
and Raman scattering response of CuInP2S6 were the same after pressure
cycling [Fig. S2, Supplementary information].

Symmetry analysis
We performed a group-subgroup analysis with the support of the Bilbao
crystallographic server33–35. In order to predict super- and subgroups, we
analyzed the appearance and disappearance of various phonons, which
allows us to move up and down the symmetry tree according to a logical
symmetry progression. At the same time, we tested a number of additional
space groups that have been sighted in related van der Waals solids. Can-
didates were tested by calculating their energies relative to other structures
under appropriate pressure conditions, relaxing the structure to one with a
suitable match to the experiments. In each case, we compared the predicted
lattice dynamics of that candidate structure to our measured results.

X-ray diffraction
Weconducted single-crystal andpowderX-raydiffractionmeasurements at
BL10XU/SPring-8 at roomtemperature using adiamondanvil cell.Weused
Si-oil as a pressure-transmitting medium and employed ruby-florescence
method for pressuremeasurement55. Thewavelength of allmeasurements is
0.6240Å (19.87 keV). The sample was rotated ±10∘ during the measure-
ment. The single crystal was exfoliated from a larger single crystal and cut to
the size of a sample chamber (100 μm in diameter, 60 μm in thickness) on a
gasket (SUS310) in a diamond anvil cell. A powder sample was prepared by
crushing a single crystal using a sharp knife blade. To avoid inducing strain
or distortion in the crystals, we did not use amortar and pestle.We collected
the X-ray diffraction with an imaging plate (RIGAKU R-AXIS IV++,
300 × 300mm2, pixel size: 0.10 × 0.10mm2).

Electrical transport
We measured the electrical resistance of a CuInP2S6 single crystal under
pressure. The single-crystal sample is confined in a diamond anvil cell with
tiny ruby chips, and the electrical probes are made of thin platinum (Pt)
wires. The gasket was insulated by coating a stainless steel gasket with a
compressedmixture of diamondpowder and epoxy resin. A plate ofNaCl is
placed beneath the sample to serve as a pressure medium, thereby making
the pressure distribution across the sample as uniform as possible. The
detailed configuration can be found in ref. 57. The pressure was tuned at
room temperature. The electrical resistance vs. temperature curve was
obtained by changing the temperature between 100 and 300 K in a closed-
cycle cryostat.

First-principles calculations
All first-principles density functional theory (DFT) calculations were per-
formed using the Vienna ab initio Simulation Package58,59, employing the
generalized gradient approximation (GGA)60 as parameterized by
Perdew–Burke–Ernzerhof for solids61. The number of valence electrons in
the GGApseudopotentials usedwere 11 (3d104s1), 3 (5s25p1), 5 (3s23p3), and
6 (3s23p4) for Cu, In, P, and S atoms, respectively. A plane-wave energy
cutoff of 600 eV was adopted for all DFT calculations. The structures were
optimized until the residual Hellmann-Feynman forces on each atom were
less than 0.001 eV/Å, with a total self-consistent energy convergence of
10−7 eV. The DFT-D3 method was incorporated to account for weak van
derWaals interactions, ensuring accurate potential energy and interatomic

force corrections62,63. The Brillouin zone was sampled using a Γ-centered k-
point mesh of size 8 × 8 × 4. The PHONOPY package was employed to
calculate the zone-center phonon frequencies and phonon eigenvectors of
the DFT-optimized structures at 0 K using the finite-displacement
approach64. The Bilbao crystallographic server was used to analyze the
symmetry of the phonon modes35. The theoretical infrared spectra were
computed by evaluating the mode dynamical charges associated with each
infrared-active phonon eigendisplacement. The theoretical Raman spectra
were simulated by averaging the Raman activity tensor corresponding to
each Raman-active phonon eigenmode at the Γ-point.

Data availability
The authors declare that the data supporting the findings of this study are
available within the paper and its Supplementary Information files. All raw
data generated in this study are provided in the Source data file. Source data
are provided with this paper.
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